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ABSTRACT

An experimental investigation (OS306Aand OS306B)was conducted in the

NASA/AmesResearchCenter (ARC)llxll-foot and 9x7-foot wind tunnels,

respectively. OS306Awasconducted from May28, 1982 through June 3,

1982. 0S306Bwas conducted from June 29, 1982 through July i, 1982.

The purpose of these tests was to evaluate design/engineering concepts

for application and repairs of the AdvancedFlexible Reusable Surface

Insulation (AFRSI)blanket material on SpaceShuttle Orbiter (OVI03)

and to support the AFRSIcertification program.

In both OS306Aand 0S306B,each specimenwas subjected to the test

conditions for a time duration equivalent to 400 missions (i00 missions

with a scatter factor of four). The test articles were AFRSIquilted

blankets of varying thicknesses, in patterns duplicating the joining

designs to be employedon the various areas of the Orbiter Vehicle.

Fourteen of the thirty-eight specimens(33 specimensfrom OS306Aand

5 specimensfrom OS306B)survived the full simulation times without

damage. Eight specimensfailed during testing and the remaining eleven

specimensshowedsomeevidence of broken threads, fraying, etc.
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INTRODUCTION

AdvancedFlexible ReusableSurface Insulation (AFRSI) is presently

under consideration as a potential replacement for the Low-Temperature

R_isable Surface Insulation (LRSI) tiles on the SpaceShuttle Orbiter

Vehicle. TheAFRSIis a quilted blanket consisting of silica fiber

felt insulation material with a quartz thread stitched through the

three layers of material. Theblanket IML is bondedto the skin of the

vehicle while the OMLface is exposed to the high-pressure gradients,

fluctuating accoustic pressures, and the wind shear stresses attendant

to atmospheric flight. The blankets are pliable, but individual fibrous

elements are hard and brittle, and susceptible to damage,especially

where they cross each other.

The purpose of these tests was to evaluate design/engineering concepts

for application and repairs of the AFRSIblanket material on OVI03and

to support the AFRSIcertification program. Twoaerodynamicshock en-

vironments were studied: an expansion/recompressionshock in the ll-foot

tunnel which simulated the upper canopyflow field and a compression shock

in the 9x7-foot tunnel which represented the forward canopy f]ow field.

Test 0S306Awas carried out with the 96-_ fixture at Machnumbersvaryin_

from 0.80 to 0.88 and dynamicpressures of 611 and 695 psf. The fixture

leading edgeflap was fixed at 18 degrees.

Thirty-three specimenswere tested in 0S306A. Twoof these specimens

(panels 201 and 202) were originally scheduled to be part of the AFRSI
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INTRODUCTION(Concluded)

full-scale certification test OS305A. However, these panels failed during

wind/rain testing at Eglin Air Force Base, and therefore, were included

in OS306Afor developmentstudies only.

OS306Bwas conductedwith the 81-_ fixture, at a Machnumberof 1.8 for

dynamic pressures of 1060 and 1245psf. The fixture trailing edge flap

wasvaried between30 and 55 degrees. Five specimenswere tested in this

phase.

In both OS306Aand 0S306B,each specimenwas subjected to the test conditions

for a time duration equivalent to 400 missions (I00 missions with a scatter

factor of four). During testing, local fixture static pressures on each

side of the specimenswere measuredand recorded and Kulite dynamicdata

were obtained. All test objectives were met during both OS306Aand OS306B.

This report presents information on the conduct of the test, descriptions

of the test fixtures, and of the test facility, instrumentation particulars,

and a sampleof the pressure data collected during the test. Post-test

pictures of the specimensare included.



SYMBOL

C
P

DEG

M

P_

PSI

PSF

Pt

P_

ZXp

q

X

Y

_F

AFRSI

FRS I

FWD

HRS I

IML

in. Hg

L.E.

LRSI

No.

OML

NOMENCLATURE

DEFINITION

Pressure coefficient

Degree

Freestream Mach number

Local static pressure, psia

Pounds per square inch

Pounds per square foot

Freestre_ total pressure, psia

Freestream static pressure, psia

Pressure differential across shock wave

Freestream dynamic pressure, psf

Longitudinal distance positive, inches aft

of test surface leading edge

Lateral distance positive, inches right of fixture

centerline

Test fixture flap setting, degrees

Advanced Flexible Reusable Surface Insulation

Flexible Reusable Surface Insulation

Forward

High-Temperature Reusable Surface Insulation

Inner Mold Line

inches of mercury

Leading Edge

Low-Temperature Reusable Surface Insulation

Number

Outer Mold Line
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SYMBOL

RTV

SYM

T.E.

TOC

VHT

NOMENCLAI_RE(Concluded)

DEFINITION

Room-Temperature Vulcanized

Symbol

Trailing Edge

Time on Condition

Very High Temperature (Silicon spray)
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REMARKS

Kulite dynamicpressure data were obtained during the testing of each

panel in OS306Aand for panels 901, 902, 904, and 905 during 0S306B.

No Kulite data were recorded for panel 903.

During the testing of panels 901,902, and 903, 8 static taps were in-

operative due to pinched tubes. These8 static taps were located on

the 81-_ fixture at Y=14.62. Their numbersare as follows: i01, 103,

105, 107, ii0, 113, 115, and 116.

All test objectives were met for tests OS306Aand OS306B. During OS306A,

twenty-five of the thirty-three specimenssurvived the full simulation

time at the specified conditions. Fourteen of these specimensshowed

no visible damagewhile eleven specimensshowedsomesigns of fraying,

broken threads, etc. The remaining eight specimensfailed during testing.

During OS306B,all five of the test specimenssurvived the full simulation

time at the specified conditions. Twoof these specimensshowedno

visible damagewhile the other specimensshowedsigns of either fraying

or broken threads. Table IIl lists the articles tested in OS306Aand 0S306B

and the results of testing.

9



CONFIGURATIONSINVESTIGATED

MODEL DESCRIPTION

The 96-_ fixture was used for Phase A in the ll-foot Wind Tunnel. The

fixture, depicted in Figure Ic, functioned to cause an e_pansion shock

pattern ahead of the specimen, followed By a recompression shock region

with attendant positive pressure gradients and high turbulence levels over

the test specimen,

The mechanism employed to produce the desired expansion-recompression

shocks was a full-span_ ]5-inch chord flap located at tile forward end of

the test panel and moveable through angles of zero to 30 degrees by a

remotely contro]led hydraulic actuator. The center of rotation of the

flap was fixed at a point 2.75 inches below the top surface of the test

panel at x=O.

The fixture was equipped with side plates to make the flow field two-di-

mensional in the test area. The plates extended from a height of 2½

feet above the top of the test panel all the way to the floor (29 inches

below the test panel). The beveled leading edges were located 26 inches

forward of the test specimen leadiL_g edge,

A sealed pressure box enclosed the space under the test panels.

was vented to the tunnel plenum for these tests.

This box

A 3/4-inch aluminum base plate (43.0 x 27.5 inches) supported by a 4.39-

inch spacer was bolted to the fixture and served as the mo,mting surface

i0



CONFIGURATIONSINVESTIGATED(Continued)

for the test articles. The base plate open space surrounding the area

reserved for specimenmountingwas covered with dense foam thick enough

to bring its top surface flush with the surface of the fixture.

The 81-_ fixture was employedfor PhaseB in the 9x7-ft wind tunnel.

This fixture, shownin Figure i_ functioned to create a reverse flow

region near the boundaries of the flap/surface corner and the boundary

layer separation, together with an unsteady shockwave over the specimen.

This flow phenomenongives rise to large step-type pressure gradients and

high turbulence levels.

The fixture was mountedin the ceiling of the tunnel. The flow conditions

over the test area were produced by deflecting a 12-inch chord flap with

a lO0-inch span, located aft of the specimenholding panel. The flap,

hinged on the ceiling, could be rotated from zero to 90 degrees by a re-

motely controlled hydraulic actuator.

A sealed pressure box enclosed the space above the specimenpane]. Th__

box wasvented to the tunnel test section to permit pressure equilizatio_

across the test panels.

A 3/4-inch aluminumbase plate similar to that used with fixture 96-_

together with the 4.39-inch spacer and a 0.27-inch shim, was bolted to

the fixture and served as the mounting surface for the test articles.

A thick dense foamwasused to fill open spaces on the base plate as in

the fixture 96-_ installation.
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CONFIGURATIONSINVESTIGATED(Contimi_,_[i

TEST SPECIMENS

Model 123-_ designates a group of 38 AFRSI specimen assemblies, 33 of

which were used for Phase A testing, and five for Phase B. The specimens

incorporate a series of design/engineering concepts. Each test article

evaluated one or two of these concepts.

The test pads consisted of AFRSI panels (12.5 x 1.5.5 inches) bonded wiLi_

RTV to I/8-inch aluminum backing plates (14.5 x 17.5 inches), so that the

stitching loops were embedded in the bonding material. One-inch wide

rectangular wooden frames surrounded the blanket material. The frame/

specimen interfaces were closed off with aluminum strips which covered

the top surface of the frames and extended over the AFRSI material,

leaving an exposed AFRSI surface approximately i0.75x13.75 inches. The

cover strip extensions were bonded to the top of the specimen material

to prevent puffing of the blanket. The thickness of the assembled test

pads varied from 0.67 to 1.32 inches. Figure 2 shows photographs of

the test panels used in _$306A (except for panels 201 and 202) and _$306B.

The wind-rain panels (20] and 202) were larger in dimension than the other

panels which were tested. These AFRSI blankets were bonded directly to a

27.5 x 40xl-inch aluminum plate with RTV. The polyurethane foam frame

acted as a protective border around the AFRSI and also blended the varying

pad thicknesses to the surrounding fixture plates. When installed, the

frame of the test specimen was flush with the adjacent surface of tile

fixture to the extent possible, especially at the leading edge. Both

12



CONFIGURATIONSINVESTIGATED(Concluded)

panels (201 and 202) were exposed to a thermal environment (plasma

arc) of 1800deg. Figures le and f showsketches of panels 201 and

202.

13



INSTRUMENTATION

Both test fixtures were instrumented with peripheral static pressure

taps and fluctuating pressure transducers. Fixture 96-_ had 28 taps

located as shownin Figure ]a and listed in Table V. Fixture 81-_

had 24 taps located as shownin Figure ib and listed in Table VI.

The static pressure ports were connected to six scanivalves. Rockwell

furnished all necessary tubing and ARCfurnished scanivalves and trans-

ducers.

Each flap drive system included a position transducer to measurethe

angular deflections of the flaps. ARCaccepted the signals from the

transducers and provided visual readouts which permitted continuous moni-

toring of the flap deflections. Standard ARCcalibratio[l procedures

were employedfor pretest calibration of pressure and position transdu_rs

and for data system checkout.

14



TESTFACILITYDESCRIPTION

TheAmesllxll-foot Transonic WindTunnel is a variable-density,

closed-return, continuous-flow type. This tunnel has an adjustable

nozzle (two flexible walls) and a slotted test section to permit tran-

sonic testing over a Machnumberrange continuously variable from 0.4

to 1.4.

The Ames9x7-foot Supersonic WindTunnel is a variable-density,

continuous-flow type with an adjustable nozzle to permit supersonic

testing over a Machnumberrange continuously variable from 1.5 to 2.5.

The nozzle is of the asymmetric, sliding-block type in which the variati_)n

of the test section Machnumberis achieved by translating, in the

streamwise direction, the fixed-contour block that forms the floor of the

nozzle.

15



TESTPROCEDURES

The 96-_ fixture was mountedin the ll-ft, tunnel on legs which extended

through floor cutouts, to support beamslocated below tile floor line.

The beamsactually supporting the model were attached to 8-inch I-beams

spanning the tunnel. The floor cutouts below the modelwere filled in

to provide smoothair flow in the area. The lines to the flap drive

were hookedup to the facility's hydraulic system.

The 81-0 fixture was installed in the roof hatch of the 9x7-ft. tunnel.

The compressionshock component(flap) was installed at the trailing edge

of the specimenholding pane]. The hydraulic drive was connected to the

facility's system.

In fixture 96-_ the test pads were mountedon the base plate at the forward

end of the test surface. The leading edges of the test articles were

located 1.05 inches aft of the base plate leading edge, with the longitudinal

axis of the test pads coinciding with that of the base plate. In fixture

81-_ the pads were mountedon the base plate at the geometric center of

the plate.

Thebasic test procedure during 0S306Awas to first set the flap angle at

18 degrees. After tunnel drive start, the Kulite recorder was turned on.

Exposuretime beganwhenq went above 400 psf. Next, the Machnumberwas

established at 0.80 and Pt remainedconstant at 33 imhes of mercury.

TheMachnumberwas then cycled from 0.80 to 0.88 and back to 0.80 in

increments of 0.02. Data were taken at each Machnumber.

16



TESTPROCEDURES(Concluded)

This procedure was followed until the exposure time reached approximately

40 minutes. At this time, appropriate action was taken to bring the

tunnel off-line. Exposuretime stopped whenq went downto 400 psf.

Exposuretime was approximately 42 minutes. Table IV showsthe actual

chronology for those panels that either failed during testing or

followed a different procedure from the one described above.

The test procedure for 0S306Bwas to first set the flap angle at zero

degrees. After tunnel drive start, the Kulite recorder was turned on.

Next, the Machnumberwas established at a constant 1.8. Dynamic

pressure wasestablished at 1060psf for panels 901H, 902H, 903 and 904.

Dynamicpressure was established at 1245psf for panel 905.

The flap was then movedto 30 degrees and the exposure time was started

whenthe flap movedfrom zero degrees. The flap angle was cycled from

30 degrees to 55 degrees and back to 30 degrees in 5-degree increments.

Data were taken at each flap angle.

collecZed until 50 minutes were up.

off-line.

The flap was cycled and data

At this time the tunnel wasbrought

A summaryof the runs completed, including the test conditions and the

time-on condition for each specimen, is shownin Tables I and II.

17



DATAREDUCTION

Standard tunnel equations were used to computeall tunnel conditions.

Local static pressure data were reduced to standard coefficient form,

Cp= (P_ - P_) x 144/q

Typical static pressure data for OS306Aand OS306Bare shownin Figure

3.
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TEST : 05--..306

TABLE I (Concluded)

1
TEST CI)NDiTIONS
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TABLE IV

OS306A Chronology

Test chronology for panel 1109 (repair Plug) on: June 1, 1982

C16ck EXp6sure
Hr :Min Min

14:15

14:19 0

14:21 to 14:28 9

14:29 to 14:36 17

14:37 to 14:44 25

14_5 to 14:51 32
.°

14:52 to 14 58 39

14:58 39

15:01 42

Event

Dr£ve start

q= 400 pS_ start exposure tbne

M= .80, Pt=33 in. Hg, Took data pt

M= .82, Pt=33 in. Hg, Took data pt

M= .84, Pt=33 in. Hg, Took data pt

M= .86, Pt=33 £n. Hg, Took data pt

M= .88, Pt=33 in. Hg, Took data pt

Started down

q=400 psf; end exposure t£me
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TABLE IV (Continued)

0S306A Chronology

Test chronology For Pone1 1119 (full pad exposed to 1800° in Plasma Arc)
on: June 2, 1982

Clock Exposure
Hr:fiL_n Min Event

18;Z5 Drive start

18:28 0

18:29:30 1.5

18:30 to 18:41 13

18:41 13

18.42 14

q= 400 psf, Pt = 33 in. Hg; stort
exposure time

Test article failed as seen on
post test video tope

tAach No. was cycled From 0.80 to
0.88 to 0.80 in increments of
0.02. This was done 3_ times.
Data was token at eoch Moch No.
Pt = 33 in. Hg.

Tunnel was brought down. The tes_
article had failed.

q = 400 ps£ Pt = 33 in. Hg; End
exposure time
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TABLE IV (Continued)

0S306A Chronology

Test chronology for Panel 1120 (full pad exposed to 1800 ° in Plasma Arc and Rain)

on: June 3, 1982

Clock Exposure
Hr:Min Mln. Event

,==_=======,==l

14:18 Drive start

14:21 0

14:23 to 14:29 8

14:29 8

14:32 11

q=400 ps?, Pt = 33 in. Hg, start
exp. time

Mach No. was cycled from 0.B0 to
0.80 in increments of 0.02. Data
was taken at each Mach No. Pt=33

in. Hg. 15 data points were token.

Started to bring tunnel down. The

panel failed.

q= 400 ps?, Pt = 33 in. Hg; End
exposure tJJ6e.
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TABLE IV (Continued)

OS306A Chronology

Test Chronology for Panel 1121 (full pad exposed to 1900° Plasma Arc and Rain)
on : June 3, 1982

Clock Exposure
Hr :Id.'Ln Min Event

13:40

13:43 0

13.48 5

13:45 to 13:50 7

13.51 8

13.53

Drive start

q= 400 psf, Pt= 33 in. Hg, start exp.
tLme

Test panel had FaLled as seen on past
test video tape

Mach No. was cycled From .80 to 0.88
to 0.80 in increments o£ .02. Data

was taken at each Math No. Pt=33 in.
Hg. 10 data points were taken.

Started to bring tunnel down. Panel
had failed.

q = 400 psf, Pt = 33 in. Hg, end exp.
time

30
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TABLE IV (Continued)

OS306A Chronology

Test chronology for Panel 1122 (full pad exposed to 1900° in Plasma Arc)
on: June 2, 1982

Clock
Hr:Min

19:30

19:33

_q_3_ - - -

19:36 to 19:44

19:44

19:47

Exposure
Min Event

0

11

11

14

Drive start

q= 400 psf, pt = 33 in. Hg,
start exp. t_Jne

po$.,- _e$÷ vi_eo +op
_k_ch No. was cycled from 0.80

to 0.88 to 0.80 in increments

of 0.02. Data were taken at

each t_ach No. Pt = 33 in.Hg.

11 data points were taken.

Started to bring tunnel down.
THe panel had failed

q= 400 psf, Pt = 33 in. Hg, End
exposure time
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TABLEIV (Continued)

0S306AChronology

Test chronology for Panel 1125 (forward facing step exposed to 1800 ° Plasma Arc)
on: June 2, 198Z

Clock Exposure
Hr:M£n l_n Event

17:20 Drive start

17:23 0

17:37 14

17:26 to 17:44 21

17:44 21

17:47 24

q= 400 psf, Pt =33 in Hg; start
exposure time

Test article failed as seen on post
test v£deo tape

Mach No. was cycled from 0.80 to 0.8&
to ,80 Ln increments of 0,02. This
was done 3_ times. Data was taken

at each Math No.P t = 33 in. Hg.

Tunnel was brought down. The test
article failed

q = 400 psf Pt 33 in. Hg; end expo-
sure t_ne
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TABLE IV (Continued)

0S306A Chronology

Test chronology for Panel 1129 (Ap 2.25 psi test article) on: _ay 28, 1982

Clock Exposure
Hr:k_n Min

14:29

14:31 0

14:37 6

14:40 9

14:47 16

14:50 19

1_:52 21

14:.54 23

14:57 26

15:01 30

15:04. 33

15:06 35

15:11 40

15:14 43

Event

Dr£ve start

q= 400 psf; start exposure t£me

M=.8, Pt= 32.56 £n. Hg, took data

M-.82, pt= 31.62 £n. Hg, took data

M=.84, Pt= 27.84 £n. Hg. took data

M=.86, Pt= 27.11 £n. Hg, took data

M=.88, Pt = 28.05 £n. Hg. took data

M=.86, pt = 27.11 in. Hg, took data

M=.84, Pt =27.84 in. Hg, took data

M=.82, Pt = 31.62 in. Hg, took dato

M=.80, Pt = 32.56 in. Hg, took data

M=.82, Pt = 31.62 in.Hg, took dato

came down

q= 400 psf; end exposure time
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TABLEIV (Continued)

OS306AChronology

Chronology for Panel 201 (Specimen basing a 0.027 inch thick silica cloth coSering)
on: June 3, 1982

Crock Exposure
Hr :Min Min

18:09

18:12 0

18:14 2

18:14 2

18:16 4

Event

Drive start

q= 400 psf:start exposure time

M=O.80, Pt =33 in. Hg, took data
point

M=O.81,p+ =33 in. Hg, started c_ning
down _ue to torn spec_nen.

q=400 psf, P t =33 ins. Hg, end
exposure _ne
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TABLE IV (Concluded)

0S306A Chronology

Chronology for Panel 202(specimen basing 0.010 - inch silica cloth covering) on:
June 3, 1982 target Pt= 25.8 in. Hg

Clock Exposure
Hr:Min Min

20:45

20:48 0

20:50 2

20:52 4

Event

Drive start

q= 400 psf started exposure time,
pt= 26.5 in. Hg

M= 0.80, p+ = 26.5 in. Hg, started
coming dSwn due to torn speci-
men. Never achieved condition

q=400 psf: end exposure time
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TABLE V

INSTRUMENTATION LOCATION, 96-_ FIXTURI_:

O

I

2

6

203
2o¥
2o5

8 206

207I0

IZ 208

ILl z09

! 6 Q_ Y= Ib

1

i I01 ...........

tOP_

103

/oq
_o_ _//

106 1I07 , KI2..

!o8

ItO

IIi

112.

i13

I

i

Kt3

16 2/0
18 2//

20 2/2-

30
36 2/_

STATIC TAPS

0

KI6

E
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TABLE VI

INSTRUMENTATION LOCATION, 81-0 FIXTURE

-/z/.62 i /_/" g 2

STATIC TAPS

Z I 0 1 201

K UL I TES

5 K2i

7

/3
K22

_2q

1 7 K2_
23 K2q

z? Ks/
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Figure I. Model Figures
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So Installation Photograph of the 96-0 Fixture in the

llxll-Foot UPWT at ARC with Panel 1105

Figure 2. Model Photographs
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gg. Panel 901H, Plugged Penetrations

Figure 2. (Continued)
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hh. Panel 902H, Unplugged Penetrations

Figure 2. (Continued)
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ii. Panel 903, Large Radius

Figure 2. (Continued)
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jj. Panel 904, Sharp Corner

Figure 2. (Continued)
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I

i

kk. Panel 905, Unjointed; Shock Ap = 2.25

Figure 2. (Concluded)
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